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Date： JUL. 17, 2024

AGLOW ENTERPRISE CO., LTD
1F., NO.212, Jiatou Td., Longjing Dist., Taichung City 434, Taiwan (R.O.C)

The following merchandise was submitted and identified by the applicant as:
Product Description: Self Adhesive Hooks
Style/Item No.: H124-WH
Country of Origin: Taiwan

We have tested the submitted sample(s) as requested and the following results were obtained:
Test Requested: Loading Test

Test Method: a. Set up the sample on the laboratory glass.
b. Apply 3 kg load to the hook of the sample for 72 hours.
c. After testing, visually inspect the appearance.

Test Result:

Sample Test conditions Observation
Self Adhesive

Hooks
Test load: 3 kg
Duration: 72 hours

After testing, the sample is not damage.

Date of Receipt: JUL. 05, 2024

Testing Period: JUL. 05, 2024 ~ JUL. 17, 2024

*The content of this report is invalid if it is not presented as the entire report.

 
 

 
 
  

 
 
 
 
 
 
 
 
Testing Site: No.9, 14th Road, Taichung Industrial Park, Taichung City, Taiwan 
 

Signed for and on behalf of 
SGS Taiwan Ltd. 

 
                               
Luke Lee 
Supervisor 
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– Picture –

Photo “A” Appearance of sample Photo “B” Loading test

--- End of Report----
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